Detail Drawings

Installation Systems

Pavers Bonded to
Concrete (Thin Bed <1/2”)

Concrete Pavers - Natual Stone - Large Tile
Recrete Sealr Precast Concrete - Clay Brick

Pavers

VP Joint Grout / Polymeric Sand

#1 R-Crete Sealer - Silox PS-2; Silica Shield or approved equal
VBM Bonder, VBM-Poly Thinset #2 Paver - Concrete; Stone; Tile; Precast Concrete;

Clay Brick or other
fetastic (Optionah #3 Joint Grout (Options)
Conerete Masonry sand (>3/8) Fine Sand (1/8-5/8)
e Mac Plus-Premium VP Joint Grout-Premium
A Mac Plus VP Joint Grout
Mac Mortar
#4 Thin Bed Bonding Mortar (<1/2”) (Options)
Thin bed
VBM Bonder
VBM Poly Thinbrick
VBM Thinset

R-Lastic (Elastomeric Adhesive)
#5 Anti-Fracture (optional) - R-Lastic

Do not use when subject to water migration from the slab.
#6 Concrete Base - (optional - with J-4 R-Repel Aid water
repellant and efflorescence reducer)
*See Product Data Sheet for Installation Instructions.

Pavers Bonded to
Concrete (Medium Bed 1/2” - 3”)

Concrete Pavers - Natual Stone - Large Tile
Precast Concrete - Clay Brick

R-Crete Sealer

#1 R-Crete Sealer - Silox PS-2; Silica Shield or approved equal
Pavers #2 Paver - Concrete; Stone; Tile; Precast Concrete;
VP Joint Grout/Polymeric sand Clay Brick or Other

T #3 Joint Grout (Options)
MEEGEH RGN bel Masonry sand (>3/8) Fine Sand (1/8-5/8)
R-Lastic (Optional) Mac Plus-Premium VP Joint Grout-Premium
Concrete Substrate Mac Plus VP Joint Grout
g;/di SSRepel Aid Mac Mortar
#4 Medium Bed Bonding Mortar (1/2” - 3”) (Options)
Medium Bed

VBM-Poly 500

VBM-Poly 300

VBM-Poly LFT

VBM
#5 Anti-Fracture (optional) - R-Lastic

Do not use when subject to water migration from the slab.
#6 Concrete Base - (optional - with J-4 R-Repel Aid water
repellant and eftlorescence reducer)
*See Product Data Sheet for Installation Instructions.
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